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PHYSICAL

BS EN ISO 5470-2:2003 Martindale Abrasion  *
12 kPa load.

Number of rubs to breakdown: 100,000+
Shade change after 100,000 rubs: 2

Tests indicated * are non-UKAS accredited.
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